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DGS, Telecommunications

Michael Pahl

601 Sequoia Pacific Blvd.
Sacramento, CA 95814

601 Sequoia Pacific Blvd.

SUBJECT: Polarized Light Microscopy Analysis for Asbestos; 1 sampie
METHODOLOGY: "Method for the Determination of Asbestos in Bulk Building Materials”
{EPA 600/R-93/116}"
ACCREDITED: National Institute of Standards and Technology (NVLAP} # 200037
SAMPLE ID | SAMPLE LOCATION | VISUAL ASBESTIFORM OTHER FIBROUS NON-FIBROUS
NUMBER AND DESCRIPTION DESCRIPTION MINERALS MATERIALS MATERIALS
Vinyl floor tile Gray granular/ Chrysotile 8-10% | None Detected Granular Minerals
fibrous Resin
01
Non-friable
t: Trace >1% = greaterthan 1% <1 = less than 1%

;
7i

Optical Microscopist

Scovdt peax

bk Wedlod

Mike Maladzhikyan, Laboratory Director

*The EPA method is a semiquantitative procedura. The detection limit is between 1/10 to 1 percent by area and is dependent upon the size of the
ashestos fibers, the means of sampling and the matrix of the sampled material.
The test results reporied are for the sample or samples delivered to us and may not represent the entire material from which the sample was taken.
The EPA recommends three samples or more be taken for a "homogenous sampling area” before friable material is considered non-asbestos-

containing.

All bulk samples are disposed of after six months, unless specifled otherwise by the client.
This report from a NVLAP accredited laboratory must not be used by the.client to clalm product endorsement by NVLAP or any agency of the U.S.

Government.
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WESTERN ANALYTICAL LABORATORY, INC.
ARLETA, CA

is recognized by the National Voluntary Laboratory Accreditation Program
for satisfactory compliance with criteria set forth in NIST Handbook 150:2001,
all requirements of ISO/IEC 17025:1999, and relevant requirements of 1SO 9002:1994.
Accreditation is awarded for specific services, listed on the Scope of Accreditation, for:

BULK ASBESTOS FIBER ANALYSIS
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